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PRE CHECKS
ALWAYS CHECK FOR OXIDATION 

BEFORE PROCEEDING

PRE CLEANING
CLEAN ORGANIC STAINS

Stains including mold, mildew, gloeocapsa magma 
fi rst before proceeding to F9 Restoration Processes

F9 Restoration Flow Chart for Vertical 
Porous & Dense Brick/Block/Concrete

YES

YES

F9 Effl o Process, F9 BARC Process.

F9 Effl o Process

Order of Cleaning

1. Powdery effl orescence, primary effl orescense and 
secondary effl orescense

2. Calcium, calcium carbonate, lime run and mineral 
stains

3. Copper Stains

4. Mud and red clay

F9 Effl o Process

NO

NO

STAIN IDENTIFICATION & PROCESS

F9 BARC Process

1. Light see-through rust stains

2. Dark thick rust stains, pyrite aggregates, 
rust from metal fi xtures & AC units, heavy 
irrigation rust

3. Window frame oxidation runs, window 
shutter oxidation runs, window frame caulk 
bleed, inorganic black streaks

YES Simple Cleaning! 
You don’t need F9 products!

NO

1. Light see-through rust stains

2. Dark thick rust stains, pyrite aggregates, rust from 
metal fi xtures & AC units, heavy irrigation rust

3. Window frame and shutter paint oxidation runs, 
window frame caulk bleed, inorganic black streaks

F9 BARC Process

F9 BARC Process
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